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CLIENT: BROHM MINING CORPORATION 

PROJECT: NONE GIVEN

NUMBER OF

ORDER ELEMENT ANALYSES

1 AuGrav Gold (Grav.) 105

REFERENCE:

SUBMITTED BY: UNKNOWN 

DATE PRINTED: 18-MAR-97

LOWER

DETECTION LIMIT EXTRACTION METHOD

0.005 OPT FIRE ASSAY FIRE ASSAY

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

P PREPARED PULP 105 4 AS RECEIVED 105 HOMOGENIZING 105

AS RECEIVED 105
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Certificate 
of 
Analysis 

MINING CORPORATION 
PROJECT: NONE uIVEN 

SUBMITTED BY: UNKNOWN 
DATE PRINTED: 18-MAR-97 

ORDER ELEMENT 

AuGrav Gold (G rav.) 

SAMPLE TYPES NUMBER 

P PREPARED PULP 105 

REPORT COPIES TO: MR. ROD J. MACLEOD 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

105 0.005 OPT FIRE ASSAY 

SIZE FRACTIONS NUMBER 

4 AS RECEIVED 105 

METHOD 

FIRE ASSAY 

SAMPLE PREPARATIONS NUMBER 

HOMOGENIZING 
AS RECEIVED 

105 
105 

INVOICE TO: MR. ROD J. MACLEOD 

Bondar-Clegg & Company Ltd . 

130 Pembenon Avenue, Nonh Vancouver, B.C., V7P 2 R5 , Canada 

Tel : (604) 985-0681, Fax: (604) 985-1071 Registered Assayer, Province of British Columbia 



if Inchcape Testing Services
CLIENT: BROHM MINING CORPORATION 

REPORT: V97-00475.4 ( COMPLETE )

H Bondar Clegg

PROJECT: NONE GIVEN
DATE PRINTED: 18-MAR-97 PAGE 1

Certificate
of
Analysis

SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

P4 R97-993 0-5 <0.005 P4 R97-993 200-205 <0.005

P4 R97-993 5-10 <0.005 P4 R97-993 205-210 <0.005

P4 R97-993 10-15 <0.005 P4 R97-993 210-215 <0.005

P4 R97-993 15-20 <0.005 P4 R97-993 215-220 <0.005

P4 R97-993 20-25 0.011 P4 R97-993 220-225 <0.005

P4 R97-993 25-30 <0.005 P4 R97-993 225-230 0.007

P4 R97-993 30-35 <0.005 P4 R97-993 230-235 <0.005

P4 R97-993 35-40 <0.005 P4 R97-993 235-240 0.014

P4 R97-993 40-45 <0.005 P4 R97-993 240-245 <0.005

P4 R97-993 45-50 <0.005 P4 R97-993 245-250 <0.005

P4 R97-993 50-55 <0.005 P4 R97-993 250-255 <0.005

P4 R97-993 55-60 <0.005 P4 R97-993 255-260 <0.005

P4 R97-993 60-65 <0.005 P4 R97-993 260-265 <0.005

P4 R97-993 65-70 <0.005 P4 R97-993 265-270 0.040

P4 R97-993 70-75 <0.005 P4 R97-993 270-275 <0.005

P4 R97-993 75-80 <0.005 P4 R97-993 275-280 0.014

P4 R97-993 80-85 <0.005 P4 R97-993 280-285 <0.005

P4 R97-993 85-90 <0.005 P4 R97-993 285-290 <0.005

P4 R97-993 90-95 <0.005 P4 R97-993 290-295 0.039

P4 R97-993 95-100 <0.005 P4 R97-993 295-300 0.018

P4 R97-993 100-105 <0.005 P4 R97-993 300-305 <0.005

P4 R97-993 105-110 0.090 P4 R97-993 305-310 <0.005

P4 R97-993 110-115 <0.005 P4 R97-993 310-315 <0.005

P4 R97-993 115-120 <0.005 P4 R97-993 315-320 <0.005

P4 R97-993 120-125 <0.005 . P4 R97-993 320-325 <0.005

P4 R97-993 125-130 <0.005 ^ P4 R97-993 325-330 <0.005

P4 R97-993 130-135 <0.005 P4 R97-993 330-335 0.010

P4 R97-993 135-140 <0.005 P4 R97-993 335-340 <0.005

P4 R97-993 140-145 <0.005 P4 R97-993 340-345 <0.005

P4 R97-993 145-150 <0.005 P4 R97-993 345-350 <0.005

P4 R97-993 150-155 0.079 P4 R97-993 350-355 <0.005

P4 R97-993 155-160 <0.005 P4 R97-993 355-360 <0.005

P4 R97-993 160-165 <0.005 P4 R97-993 360-365 <0.005

P4 R97-993 165-170 <0.005 P4 R97-993 365-370 <0.005

P4 R97-993 170-175 <0.005 P4 R97-993 370-375 0.020

P4 R97-993 175-180 <0.005 P4 R97-993 375-380 <0.005

P4 R97-993 180-185 <0.005 P4 R97-993 380-385 0.013

P4 R97-993 185-190 <0.005 P4 R97-993 385-390 0.028

P4 R97-993 190-195 0.013 P4 R97-993 390-395 <0.005

P4 R97-993 195-200 0.007 P4 R97-993 395-400 <0.005

Registered Assayer, Province of British Columbia

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071
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CLIENT: BROHM MINING CORPORATION 
REPORT: V97- 00475.4 ( COMPLE TE) 

SAMPLE 
NUMBER 

ELEMENT AuGrav 
UNITS OPT 

P4 R97-993 0-5 <0.005 
P4 R97-993 5- 10 <0.005 
P4 R97-993 10 - 15 <0.005 
P4 R97-993 15 - 20 <0.005 
P4 R97-993 20-25 0.011 

P4 R97-993 25-30 <0.005 
P4 R97-993 30-35 <0.005 
P4 R97-993 35 -40 <0.005 
P4 R97 -993 40 -45 <0.005 
P4 R97-993 45-50 <0 . 005 

P4 R97-993 50-55 <0.005 
P4 R97-993 55 -60 <0.005 
P4 R97-993 60 -65 <0.005 
P4 R97-993 65 - 70 <0.005 
P4 R97-993 70 - 75 <0.005 

P4 R97-993 75-80 <0.005 
P4 R97-993 80-85 <0.005 
P4 R97- 993 85-90 <0.005 
P4 R97-993 90-95 <0.005 
P4 R97-993 95 - 100 <0.005 

P4 R97-993 100-105 <0.005 
P4 R97-993 105-110 0.090 
P4 R97-993 110-115 <0.005 
P4 R97-993 115-120 <0.005 
P4 R97-993 120-125 <0.005 

P4 R97-993 125-130 <0.005 
P4 R97-993 130- 135 <0.005 
P4 R97-993 135-140 <0.005 
P4 R97-993 140- 145 <0 . 005 
P4 R97-993 145-150 <0.005 

P4 R97-993 150-155 0. 079 
P4 R97-993 155 - 160 <0.005 
P4 R97-993 160- 165 <0.005 
P4 R97-993 165-170 <0.005 
P4 R97-993 170-175 <0.005 

P4 R97- 993 175 - 180 <0 .005 
P4 R97-993 180- 185 <0.005 
P4 R97-993 185-190 <0 . 005 
P4 R97 -993 190-195 0.013 
P4 R97-993 195-200 0.007 

'i)~ 
0-~ 

PROJECT: NONE GIVEN 
DATE PRINTED : 18-MAR -97 

SAMPLE 
NUMBER 

ELEMENT AuG rav 
UNITS OPT 

P4 R97-993 200-205 <0. 005 
P4 R97-993 205 -210 <0.005 
P4 R97-993 210 -215 <0.005 
P4 R97-993 215 -220 <0.005 
P4 R97-993 220 -225 <0.005 

P4 R97-993 225 -230 0.007 
P4 R97-993 230 -235 <0.005 
P4 R97-993 235-240 0.014 
P4 R97-993 240-245 <0.005 
P4 R97-993 245 -250 <0.005 

P4 R97-993 250-255 <0.005 
P4 R97-993 255 -260 <0.005 
P4 R97-993 260-265 <0.005 
P4 R97-993 265 -270 0.040 
P4 R97-993 270 -275 <0.005 

P4 R97-993 275 -280 0.014 
P4 R97-993 280 -285 <0.005 
P4 R97-993 285-290 <0.005 
P4 R97-993 290 -295 0.039 
P4 R97-993 295 -300 0.018 

P4 R97-993 300 -305 <0.005 
P4 R97-993 305 -310 <0.005 
P4 R97-993 310-315 <0.005 
P4 R97-993 315-320 <0.005 
P4 R97-993 320 -325 <0.005 

P4 R97-993 325 -330 <0.005 
P4 R97-993 330-335 0.010 
P4 R97-993 335 -340 <0. 005 
P4 R97-993 340-345 <0.005 
P4 R97-993 345 -350 <0.005 

P4 R97-993 350 -355 <0.005 
P4 R97-993 355-360 <0.005 
P4 R97-993 360-365 <0.005 
P4 R97-993 365 -370 <0. 005 

PAGE 1 

P4 R97-993 370-375 0. 020 i::. , 0.,1.'-f 

P4 R97-993 375 -380 <0 .005 
P4 R97-993 380-385 0.013 
P4 R97-993 385 -390 0.028 
P4 R97-993 390-395 <0.005 
P4 R97-993 395 -400 <0.005 

Bondar-Clegg & Company Ltd . 

·····~ ································································· 
130 Pemberton Avenue, North Vancouver, B.C ., V7P 2R5, Canada 

Tel: (604) 985-068 1, Fax : (604) 985-1071 R istered Assayer, Province of British Columbia 
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CLIENT: BROHM MINING CORPORATION 

REPORT: V97-00475.4 ( COMPLETE )

Il Bondar Clegg

PROJECT: NONE GIVEN

DATE PRINTED: 18-MAR-97 PAGE 2

Certificate
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SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

P4 R97-993 400-405 <0.005

P4 R97-993 405-410 <0.005

P4 R97-993 410-415 <0.005

P4 R97-993 415-420 <0.005

P4 R97-993 420-425 <0.005

P4 R97-993 425-430 <0.005

P4 R97-993 430-435 <0.005

P4 R97-993 435-440 <0.005

P4 R97-993 440-445 <0.005

P4 R97-993 445-450 <0.005

P4 R97-993 450-455 <0.005

P4 R97-993 455-460 <0.005

P4 R97-993 460-465 <0.005

P4 R97-993 465-470 0.015

P4 R97-993 470-475 <0.005

P4 R97-993 475-480 <0.005

P4 R97-993 480-485 <0.005

P4 R97-993 485-490 <0.005

P4 R97-993 490-495 0.006

P4 R97-993 495-500 0.010

P4 R97-993 500-505 0.009

P4 R97-993 505-510 <0.005

P4 R97-993 510-515 <0.005

P4 R97-993 515-520 <0.005

P4 R97-993 520-525 <0.005

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071 lered Assayer, Province of British Columbia
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CLIENT: BROHM MINING CORPORATION 
REPORT: V97-00475.4 ( COMPLETE ) 

SAMPLE 
NUMBER 

ELEMENT AuG rav 
UNITS OPT 

P4 R97-993 400 -405 <0.005 
P4 R97-993 405-410 <0.005 
P4 R97-993 410-415 <0.005 
P4 R97-993 415 -420 <0.005 
P4 R97-993 420-425 <0.005 

P4 R97-993 425-430 <0.005 
P4 R97-993 430-435 <0.005 
P4 R97-993 435 -440 <0.005 
P4 R97-993 440 -445 <0.005 
P4 R97-993 445 -450 <0.005 

P4 R97-993 450-455 <0.005 
P4 R97-993 455-460 <0.005 
P4 R97-993 460-465 <0.005 
P4 R97-993 465-470 0.015 
P4 R97-993 470-475 <0.005 

P4 R97-993 475-480 <0.005 
P4 R97-993 480-485 <0.005 
P4 R97-993 485 -490 <0.005 
P4 R97-993 490-495 0.006 
P4 R97 -993 495 -500 0.010 

P4 R97-993 500-505 0.009 
P4 R97 -993 505-510 <0.005 
P4 R97-993 510 - 515 <0.005 
P4 R97-993 515-520 <0.005 
P4 R97-993 520 - 525 <0.005 

SAMPLE 
NUMBER 

Bondar-Clegg & Company Ltd . 

PROJECT: NONE GIVEN 
DATE PRINTED: 18- MAR -97 

ELEMENT AuG rav 
UNITS OPT 

130 Pemberton Avenue , North Va ncouver, B.C., V7P 2R5, Canada 

Tel: (604) 985-068 1, Fax: (604) 985- 107 1 ............. riJ ························································· ~;~~d Assayer. Province of Bri1ish Columbia 



^ Inchcape Testing Services
CLIENT: BROHM MINING CORPORATION 

REPORT: V97-00475.4 ( COMPLETE )

q Bondar Clegg
PROJECT: NONE GIVEN
DATE PRINTED: 18-MAR-97 PAGE 3

Certificate
of
Analysis

STANDARD ELEMENT AuGrav

NAME UNITS OPT

ANALYTICAL BLANK <0.005

Number of Analyses 1

Mean Value 0.0025

Standard Deviation -
Accepted Value <0.001

BCC GOLD STD 90-1 0.187

Number of Analyses 1

Mean Value 0.1872

Standard Deviation -
Accepted Value 0.184

Gannet Standard 0.031

Gannet Standard 0.033

Number of Analyses 2

Mean Value 0.0319

Standard Deviation 0.00103

Accepted Value 0.031

STANDARD ELEMENT AuGrav

NAME UNITS OPT

Gannet Standard 0.048

Number of Analyses 1

Mean Value 0.0478

Standard Deviation -
Accepted Value 0.046

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071 Registered Assayer. Province of British Columbia
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CLIENT: BROHM MINING CORPORATION 
V97-00475 .4 ( COMPLETE ) 

STANDARD 
NAME 

ELEMENT AuGrav 

ANALYTICAL BLANK 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

BCC GOLD STD 90 - 1 
Number of Analyses 
Mean Value 
Standard Deviat i on 
Accepted Value 

Gannet Standard 
Gannet Standard 
Number of Analyses 
Mean Value 
Standard Deviat i on 

Accepted Value 

Gannet Standard 
Number of Analyses 
Mean Value 
Standard Dev ia t i on 
Accepted Va lue 

UN ITS OPT 

<0.005 
1 

0.0025 

<0.001 

0.187 

0. 1872 

0.184 

0. 031 
0.033 

2 
0.0319 

0.00103 

0.031 

0. 048 

0.0478 

0. 046 

STANDARD 
NAME 

ELEMENT AuGrav 
UNITS OPT 

Bondar-Clegg & Company Ltd. 

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada 

Tel: (604) 985-068 1, Fax: (604) 985-1071 
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Il Bondar Clegg

PROJECT: NONE GIVEN

DATE PRINTED: 18-MAR-97 PAGE 4

Certificate
of
Analysis

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

R97-993 25-30 <0.005

Duplicate <0.005

R97-993 85-90 <0.005

Duplicate <0.005

R97-993 140-145 <0.005

Duplicate <0.005

SAMPLE ELEMENT AuGrav
NUMBER UNITS OPT

R97-993 200-205 <0.005

Duplicate <0.005

R97-993 255-260 <0.005

Duplicate <0.005

R97-993 315-320 <0.005

Duplicate <0.005

R97-993 370-375 

Duplicate

0.020 V. —

0.029 S*

R97-993 430-435 <0.005

Duplicate <0.005

R97-993 485-490 <0.005

Duplicate <0.005

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071 Ricistered Assayer, Province of British Columbia

--
Bondar Clegg 
Inchcape Testing Services 

BROHM MINING CORPORATION 

NUMBER UN ITS OPT 

R97-993 25-30 <0 . 005 
Duplicate <0.005 

R97-993 85-90 <0.005 
Duplicate <0.005 

R97-993 140-145 <0.005 
Duplicate <0.005 

R97-993 200-205 <0.005 
Duplicate <0.005 

R97-993 255-260 <0.005 
Duplicate <0.005 

R97-993 315-320 <0.005 
Duplicate <0.005 

R97-993 370-375 0.020 > /<. ' l,). LI --
Duplicate 0.029 

R97-993 430-435 <0.005 
Duplicate <0.005 

R97-993 485-490 <0.005 
Duplicate <0.005 

SAMPLE 
NUMBER 

Bondar-Clegg & Company Ltd . 

PROJECT: NONE 

ELEMENT AuGrav 
UNITS OPT 

Certificate 
of 
Analysis 

PAGE 4 

130 Pemberton Avenue, North Vancouver, B.C. , V7P 2R5, Canada 

Tel: (604) 985-068 1, Fax: (604) 985-1071 
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-~~~~d Assayer, Province of British Columbia 



Bondar Clegg
Inchcape Testing Services

BROHM MINING CORPORATION 
MR. ROD J. MACLEOD 
P.O. BOX 485 
DEADWOOD, SD 57732

Bondar-Clegg & Company Ltd. 
130 Pemberton Avenue 
North Vancouver, British Columbia 
V7P 2R5
Tel: (604) 985-0681 
Fax: (604) 985-1071

Invoice : V139913, Page 1

Date : 19-MAR-97

Report No: V97-00475.4
Project : NONE GIVEN
Reference:

105 Analyses of Gold (Grav.) 
Subtotal

Sample Preparation 
105 Samples of HOMOGENIZING 
105 Samples of AS RECEIVED 

Subtotal

Invoice

W torts

/?<??-9?3 O'

at $ 6.66 $ 699.30
$ 699.30 $ 699.30

at $ 0.17 $ 17.85
at $ 0.00 $ 0.00

$ 17.85 $ 17.85

Total: $ 717.15 U.S

/ 0 /[ 4 Ju
2B- b°)

3 -77
^6 llA 'J?

pft <77/2 / Sl£,ooS
- V/J

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

~ - Bondar Clegg 
Inchcape Testing Services 

BROHM MINING CORPORATION 
MR. ROD J. MACLEOD 
P.O. BOX 485 
DEADWOOD, SD 57732 

Invoice V139913, 

Date 19-MAR-97 

Report No: V97-00475.4 
Project NONE GIVEN 
Reference: 

Bondar-Clegg & Company Ltd. 
130 Pemberton Avenue 

orlh Vancouver, Brilish Columbia 
V7P 2R5 
Te l: (604) 985-0681 
Fax: (604) 985-1071 

Page 1 

105 Analyses of Gold (Grav.) at $ 6.66 $ 699.30 
Subtotal $ 699.30 $ 699.30 

Sample Preparation 
105 Samples of HOMOGENIZING at $ 0.17 $ 17.85 
105 Samples of AS RECEIVED at $ o.oo $ o.oo 

Subtotal $ 17.85 $ 17.85 

Invoice Total: $ 717.15 u.s. 
A ~t ,rut tu A>, t--

Rc; 1- -993 o, sz i; 
/ -,;-if€ I~ ,,:18. bC) 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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R97-993 0 . 5 . 0 .
R97-993 5. 10 . 0.
R97-993 10. 15. 0 .
R97-993 15. 20 . 0.
R97-993 20 . 25 . 0.
R97-993 25. 30 . 0 .
R97-993 30 . 35 . 0.
R97-993 35 . 40. 0.
R97-993 40. 45 . 0.
R97-993 45. 50. 0.
R97-993 50. 55. 0.
R97-993 55. 60. 0.
R97-993 60. 65 . 0 .
R97-993 65. 70. 0.
R97-993 70. 75. 0.
R97-993 75 . 80. 0.
R97-993 80. 85 . 0.
R97-993 85. 90 . 0.
R97-993 90 . 95 . 0.
R97-993 95 . 100. 0.
R97-993 100. 105 . 0 .
R97-993 105. 110. 0.
R97-993 110 . 115 . 0.
R97-993 115 . 120. 0.
R97-993 120 . 125. 0.
R97-993 125 . 130. 0.
R97-993 130 . 135. 0.
R97-993 135 . 140 . 0.
R97-993 140 . 145. 0.
R97-993 145 . 150. 0.
R97-993 150. 155 . 0.
R97-993 155. 160. 0.
R97-993 160 . 165. 0.
R97-993 165. 170. 0.
R97-993 170. 1 75 . 0.
R97-993 175. 180. 0.
R97-993 180. 185 . 0.
R97-993 185. 190. 0.
R97-993 190. 195. 0.
R97-993 195 . 200. 0.
R97-993 200. 205 . 0.
R97-993 205. 210 . 0 .
R97-993 210. 215 . 0.
R97-993 215. 220 . 0.
R97-993 220 . 225 . 0.
R97-993 225 . 230 . 0.
R97-993 230. 235 . 0.
R97-993 235 . 240 . 0.
R97-993 240. 245 . 0 .
R97-993 245. 250 . 0 .
R97-993 250. 255 . 0 .
R97-993 255 . 260. 0.
R97-993 260. 265. 0.
R97-993 265 . 270 . 0.
R97-993 270 . 275 . 0.
R97-993 275 . 280 . 0.
R97-993 280 . 285 . 0.
R97-993 285. 290. 0.
DQ7-QQ1 7 an ____ n

2)MC L Ar&>

004
002
002
003
Oil
001
002
003
001
001
004
001
012
004
001
001
003
000
002
002
003
003
003
002
002
005
Oil
001
000
001
025
003
006
008
002
001
002
002
003
005
000
000
001
003
000
008
002
006
003
002
001
002
004
025
006
004
004
001
m 7

• 

lM,<?_ L A---B 

R97-993 0. 5 . 0.004 CtJ A--lt\ 
R97-993 5 . 10. 0.002 
R97-993 10. 15. 0.002 
R97-993 15. 20. 0.003 
R97-993 20. 25. 0.011 
R97-993 25. 30. 0.001 
R97-993 30. 35. 0.002 
R97-993 35. 40. 0.003 
R97-993 40. 45. 0.001 
R97-993 45. 50. 0.001 
R97-993 50. 55. 0.004 
R97-993 55. 60. 0.001 
R97-993 60. 65. 0.012 
R97-993 65. 70. 0.004 
R97-993 70. 75. 0.001 
R97-993 75. 80. 0.001 
R97-993 80. 85. 0.003 
R97-993 85. 90. 0.000 
R97-993 90. 95. 0.002 
R97-993 95. 100. 0.002 
R97-993 100. 105. 0.003 
R97-993 105. 110. 0.003 
R97-993 110. 115. 0.003 
R97-993 115. 120. 0.002 
R97-993 120. 125. 0.002 
R97-993 125. 130. 0.005 
R97-993 130. 135. 0.011 
R97-993 135. 140. 0.001 
R97-993 140. 145. 0.000 
R97-993 145. 150. 0.001 
R97-993 150. 155. 0. 025 -
R97-993 155. 160. 0.003 
R97-993 160. 165. 0.006 
R97-993 165. 170. 0.008 
R97-993 170. 175. 0.002 
R97-993 175. 180. 0.001 
R97-993 180. 185. 0.002 
R97-993 185. 190. 0.002 
R97-993 190. 195. 0.003 
R97-993 195. 200. 0.005 
R97-993 200. 205. 0.000 
R97-993 205. 210. 0.000 
R97-993 210. 215. 0.001 
R97-993 215. 220. 0.003 
R97-993 220. 225. 0.000 
R97-993 225. 230. 0.008 
R97-993 230. 235. 0.002 
R97-993 235. 240. 0.006 
R97-993 240. 245. 0.003 
R97-993 245. 250. 0.002 
R97-993 250. 255. 0.001 
R97-993 255. 260. 0.002 
R97-993 260. 265. 0.004 
R97-993 265. 270. 0. 025 -
R97-993 270. 275. 0.006 
R97-993 275. 280. 0.004 
R97-993 280. 285. 0.004 
R97-993 285. 290. 0.001 
007 001 'JOO '>a"' () (), 1 ) 



IV ' 1

2.^0-300

T7-Z7-Z7 4. _/ V/ *

R97-993 295.
R97-993 300.
R97-993 305 .
R97-993 310.
R97-993 315 .
R97-993 320.
R97-993 325 .
R97-993 330 .
R97-993 335 .
R97-993 340 .
R97-993 345 .
R97-993 350 .
R97-993 355.
R97-993 360.
R97-993 365.
R97-993 370 .
R97-993 375 .
R97-993 380.
R97-993 385.
R 9 7 - 9 9 3 390.
R97-993 395 .
R97-993 400 .
R97-993 405 .
R97-993 410.
R97-993 415.
R97-993 420.
R97-993 425.
R97-993 430.
R97-993 435.
R97-993 440.
R97-993 445.
R97-993 450.
R97-993 455.
R97-993 460.
R97-993 465.
R97-993 470.
R97-993 475.
R97-993 480.
R97-993 485.
R97-993 490.
R97-993 495.
R97-993 500.
R97-993 505.
R97-993 510.
R97-993 515.
R97-993 520.

0.018 ] 
0.010 
0.004 
0.004 
0.004 
0.006 
0.004 
0.006 
0.003 
0.004 
0.004 
0.006 
0.002 
0.006 
0.004 
0.008 
0.006 
0.009 
0.024— 
0.008 
0.003 
0.009 
0.008 
0.006 
0.004 
0.001 
0.002 
0.005 
0.002 
0.001 
0.001 
0.004 
0.002 
0.005 
0.016 — 
0.005 
0.004 
0.002 
0.001 
0.005 
0.010 
0.008 
0.002 
0.002 
0.004 
0.002

.J sJ
300
305
310
315
320
325
330
335
340
345
350
355
360
365
370
375
380
385
390
395
400
405
410
415
420
425
430
435
440
445
450
455
460
465
470
475
480
485
490
495
500
505
510
515
520
525

LC J I :, :; J 4JVi LJJi a:oia1 
~--

R97-993 295. 300. lo' e .02..~ R97-993 300. 305. 0.010 
_.R97 ..'.'993 2.'t0-3 00 

, 
305. 310. 0.004 

R97-993 310. 315. 0.004 
R97-993 315. 320. 0.004 
R97-993 320. 325. 0.006 
R97-993 325. 330. 0.004 
R97-993 330. 335. 0.006 
R97-993 335. 340. 0.003 
R97-993 340. 345. 0.004 
R97-993 345. 350. 0.004 
R97-993 350. 355. 0.006 
R97-993 355. 360. 0.002 
R97-993 360. 365. 0.006 
R97-993 365. 370. 0.004 
R97-993 370. 375. 0.008 
R97-993 375. 380. 0.006 
R97-993 380. 385. 0.009 
R97-993 385. 390. 0. 024 -
R97-993 390. 395. 0.008 
R97-993 395. 400. 0.003 
R97-993 400. 405. 0.009 
R97-993 405. 410. 0.008 
R97-993 410. 415. 0.006 
R97-993 415. 420. 0.004 
R97-993 420. 425. 0.001 
R97-993 425. 430. 0.002 
R97-993 430. 435. 0.005 
R97-993 435. 440. 0.002 
R97-993 440. 445. 0.001 
R97-993 445. 450. 0.001 
R97-993 450. 455. 0.004 
R97-993 455. 460. 0.002 
R97-993 460. 465. 0.005 
R97-993 465. 470. 0. 016 -
R97-993 470. 475. 0.005 
R97-993 475. 480. 0.004 
R97-993 480. 485. 0.002 
R97-993 485. 490. 0.001 
R97-993 490. 495. 0.005 
R97-993 495. 500. 0.010 
R97-993 500. 505. 0.008 
R97-993 505. 510. 0.002 
R97-993 510. 51"i. 0.002 
R97-993 515. 520. 0.004 
R97-993 520. 525. 0.002 



fjMc LA$

B.H. SULFUR
205 0.6487
210 0.5400
215 0.6815
220 0.8947
225 0.6844
230 0.7627
235 1.2404
240 2.7548
245 1.2045
250 1.5082
255 1.2492
260 1.1465
265 2.8509
270 5.9980
275 0.6752
280 0.5683
285 0.9933
290 0.7315
295 1.1799
300 1.1476
305 0.3732
310 0.2481
315 0.0514
320 0.0548
325 0.6017
330 1.7578
335 2.5031
340 1.6462
345 0.5972
350 0.1245
355 0.4197
360 0.6933
365 0.5193
370 1.9164
375 0.9550
380 0.0557
385 0.7660
390 0.3408
395 0.0416
400 2.2417
405 0.0841
410 0.2301
415 0.2656
420 0.2279
425 0.1369
430 0.0540
435 0.0412
440 1.0300
445 1.3359
450 1.4123
455 0.1331
460 1.2901
465 0.2803
470 0.2127
475 0.1334
480 0.2520
485 0.6309

R97-993

... 

$MC LA£> 
B.H. SULFUR R97-993 

205 0.6487 
210 0.5400 
215 0.6815 
220 0.8947 
225 0.6844 
230 0.7627 
235 1.2404 
240 2.7548 
245 1.2045 
250 1.5082 
255 1.2492 
260 1.1465 
265 2.8509 
270 5.9980 
275 0.6752 
280 0.5683 
285 0.9933 
290 0.7315 
295 1.1799 
300 1.1476 
305 0.3732 
310 0.2481 
315 0.0514 
320 0.0548 
325 0.6017 
330 1.7578 
335 2.5031 
340 1.6462 
345 0.5972 
350 0.1245 
355 0.4197 
360 0.6933 
365 0.5193 
370 1.9164 
375 0.9550 
380 0.0557 
385 0.7660 
390 0.3408 
395 0.0416 
400 2.2417 
405 0.0841 
410 0.2301 
415 0.2656 
420 0.2279 
425 0.1369 
430 0.0540 
435 0.0412 
440 1.0300 
445 1.3359 
450 1.4123 
455 0.1331 
460 1.2901 
465 0.2803 
470 0.2127 
475 0.1334 
480 0.2520 
485 0.6309 
LI. Q (\ O.OLI.OA ---- - -- ------ --- ---- ~-- -- - -------- -------------



495 
500 

* 505 
510 
515 
520 
525

0.1269 
0.0921 
0.1213 
0.0598 
0.0373 
0.1459 
0.0750

495 0.1269 
500 0.0921 

·sos 0.1213 
510 0.0598 
515 0.0373 
520 0.1459 
525 0.0750 



Inchcape Testing Services 
Bondar Clegg SUBMITTAL FORM

Company ^oh 

Project_____

It'll s>$- Client No. 

P.O. No._

Submitted by Quote No.

Special Instructions: F>V<? /j^^y j___ l AT G CCy. Q \ H ~f C >C
/!u o*\\y

Please Analyze By: p|" Assay (%Ore Grade)

Workorder No:

§ Date Received:
Q>

3 Receiving Lab:
™ Entered by:__

P: Checked by:

Rush Au service
at 1 1/2 times list price

Date Required__

P7

] Geochemical (ppm, Trace Level)

Enter Code or Method Description Check Multi-Element Package

Sample
Type

No. of 
Sample Sample Numbers Prep Au Au 

+ 8
Au 

+ 9H
Au 

+ 9P
Au 

+ 34
Au

+ 34T
Au 

+ 35
Whole
Rock

Other

• loS

-j-hftA S2o~S2S i/

Payment Responsiblity / Report

Hard Com, Via Mail Name: /y/ftQO L*0<i

„JZZZ H/Address: ?D 'B oX 4

Computer Disk Prov.JoutvJ . 571?>7-

31/2 n 1 /

•« □ Tek/ooS*- €ld-2101 Fax:/mOSSlfi-1 7Ol

Format —

Additional Report Distribution

Hard Copy Via Mail | 1. NeUTISI

Fax Copy Q

Llnxiam Trjncfor I--- 1 Ad d T©SS I

Computer Disk , 0. . ,City / State / Prov.
3 1/2 □ 1

51/4D Tel: Fax:

Format-------------------

Fax Copy [
MruHorr. Troncfor I--- 1 AdClTBSS!

computer DisV city / State / Prov.
31/2 □ 1

51/4D Tel: Fax:

Format

Shipping Information:

Shipment No:_______________

No. of Pcs.: /OS’

Date Sent:__ __'''11

Waybill/Carriers

No. of Samples: /OS-

Sample Disposition

Coarse rejects are discarded after 2 months unless
requested otherwise.

Rejects Pulpv
H Return Immediately [^Return Immediately
] Return after 2 months j Return after 3 months
J Discard after 2 months H Discard after 3 months
] Retain after 2 months ] Retain after 3 months

(charges may apply) (charges may apply)

WHITE - Send with samples YELLOW - Sample preparation lab
Printed in Canada

PINK - Client copy

• Inchcape Testing Services 
-;;a;;;,- Bondar Clegg I SUBMITTAL FORM I >- Workorder No: 

/'"--------------------------------~" 8 Date Received: 

Company l5roh.V'V\ fl,~,'vil\. Client No._________ ~ Receiving Lab: 
J ~ 

Project _____________ _ P.O. No. ________ _ 
j Entered by: 

'' 
Checked by: 

Submitted by __________ _ Quote No. ________ _ 

Special Instructions: F. ·, C: A "'>S-y' j /!11 Gr4v~vY'~-fr,'c 

/Ju on Iv 

Please Analyze By: ~ say (%Ore Grade) 

Enter Code or Method Description 

Rush Au service 
at 1 112 times list price C) 
Date Required _____ _ 

D Geochemical (ppm, Trace Level) 

Check Multi-Element Package 

Au I Au I Au 
I I 

Sample No. of I Sample Numbers Prep Au Au Au Au 'Whole 1 Other 
Type Sample + 8 

P(A lc. ~ I o5 1<97- qcr~ / 
e-5 ..fhrCA 52D-5 2.$ 

v 

Payment Responsiblity / Report 

Invoice Ci? ~ J m I 
Hard Copy Via Mail ff Name: -+-f\-+-"'-Ou.&.a_-4{IL.L4-_,,q,:,.(!,,___.L=-=t!=C}a=-'-----------

Fax Copy [J/ 0 'i2 X / I as; 
Modem Transfer [5,/ Address: _ __JDL-""D'----v-'=---=o='-=----'lL-"~Ve:__ _________ _ 

Computer Disk • City; State; Prov. Dtcdw~ . SD -5 77 3 2 
31 /2 I 

Format 

5 114 D Tel:/4.o!>- 579- 21°7 Fax: /465-578 -I 70o/ 

Additional Report Distribution 

Hard Copy Via Mail • 
Fax Copy 0 

Modem Transfer 0 
Computer Disk 

31 12 • 
5 114 • 

Formal---

Hard Copy Via Mail • 
Fax Copy 0 

Modem Transfer 0 
Computer Disk 

31/2 • 
51/4 • 

Format 

1. Name: 

Address: 

City/ State/ Prov _______________ _ 

Tel: ________ _ Fax: ________ _ 

2. Name: 

Address: ________________ _ 

City/ State/ Prov. _____________ _ 

Tel : Fax: ______ _ 

WMI IE - Send with sairples YE ii 
Printed in Canada 

+ 9H + 9P + 34 + 34T + 35 Rock, 

_,_ 

Shipping Information: 

Shipment No: ____________ _ 

No. of Pcs.: /tJ'5:" 
Date Sent: 2 - 2. 7-97 
Waybill / Carrier: _ ._.lj._.__,_j2 __ 5~------­
No. of Samples: _4,-/~b~S::~--------
Sample Disposition 

Coarse rejects are discarded after 2 months unless 
requested otherwise. 

Rejects 
D Return Immediately 

D Return after 2 months 

D Discard after 2 months 

D Retain after 2 months 

(charges may apply) 

Pul 
eturn Immediately 

D Return after 3 months 

D Discard after 3 months 

D Retain after 3 months 

(charges may apply) 

Sign: -..-L4'~~----=-~..-,c__U~3.'"'--""" '.{~~~--
(Confirm above information 

I" C 


